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Silico Organosilicon , established in 2007, is one of the leading manufacturers in the organosilicon 

industry, specializing in the development and production of silanes and siloxanes.
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Why select Silico Organosilicon?

Strong silane and silicone manufacturing capabilities built over 15+ years history.

Flexible manufacturing facility able to handle kilograms to thousands of tons per years.

Rapid and professional process development and scale-up capabilities.

Offer tailored options while adhering to high quality and safety standards.
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With a strategic position in the silicone supply chain, Silico Organosilicon offers a comprehensive portfolio 
of high-performance products and solutions designed to meet diverse customer needs. Our offerings include
silanes and siloxanes, silicone oils, emulsions, rubbers, resins, and fumed silica.

Today, our products are successfully applied across a wide range of industries worldwide, including adhesives
and sealants, agriculture, artificial marble, building protection, coatings and paints, fillers and pigments, 
foundry, fiberglass, leather and textiles, lubricants, personal care, pharmaceutical plastics and thermoplastics, 
polyurethane foam, rubber and tires, as well as wires and cables.



Amino  Silanes

Amino  Silanes

Silico® PC1100 [CAS 919-30-2] Silico® PC1110 [CAS 13822-56-5]

3-Aminopropyltriethoxysilane

Si

OCH2CH3

OCH2CH3

(CH2)3 OCH2CH3H2N

3-Aminopropyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3 OCH3H2N

Silico® PC1108 [CAS 13497-18-2] Silico® PC1118 [CAS 82985-35-1]

Bis[(3-triethoxysilyl)propyl]amine

Si

OC2H5

OC2H5

(CH2)3 OC2H5N(CH2)3Si

OC2H5

C2H5O

OC2H5

H

Bis[(3-trimethoxysilyl)propyl]amine

Si

OCH3

OCH3

(CH2)3 OCH3N(CH2)3Si

OCH3

H3CO

OCH3

H

Silico® PC1120 [3179-76-8] Silico® PC1130 [CAS 3663-44-3]

3-Aminopropylmethyldiethoxysilane

Si

OCH2CH3

CH3

(CH2)3 OCH2CH3H2N

3-Aminopropylmethyldimethoxysilane

Si

OCH3

CH3

(CH2)3 OCH3H2N

Silico® PC1200 [CAS 1760-24-3] Silico® PC1210 [CAS 5089-72-5]

N-(2-Aminoethyl)-3-Aminopropyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3 OCH3N

H

N-(2-Aminoethyl)-3-Aminopropyltriethoxysilane

Si

OC2H5

OC2H5

(CH2)3 OC2H5N(CH2)2NH2

H

Silico® PC1220 [CAS 3069-29-2] Silico® PC1300 [CAS 35141-30-1]

N-(2-Aminoethyl)-3-Aminopropylmethyldimethoxysilane

Si

OCH3

CH3

(CH2)3 OCH3N(CH2)2NH2

H

N-(3-trimethoxysilylpropyl)diethylenetriamine

Si

OCH3

OCH3

(CH2)3 OCH3N(CH2)2N(CH2)2H2N

H

H

Silico® PC1320 Silico® PC1412 [CAS 128996-12-3]

N-(3-methyldimethoxysilylpropyl)diethylenetriamine

Si

OCH3

CH3

(CH2)3 OCH3N(CH2)2N(CH2)2H2N

H

H

3-Piperazinylpropylmethyldimethoxysilane

Si

OCH3

CH3

(CH2)3 OCH3NHN

Silico® PC1600 [CAS 3068-78-8] Silico® PC1620 [CAS 120218-28-2]

3-(N-Cyclohexylamino)propyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3 OCH3

H
N

3-(N-Cyclohexylamino)propylmethyldimethoxysilane

Si

OCH3

CH3

(CH2)3 OCH3

H
N

Silico® PC1730 [CAS 3068-76-6] Silico® PC1800 [CAS 15180-47-9]

3-(N-Cyclohexylamino)propyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3 OCH3N

H

Diethylaminomethyltriethoxysilane

Si

OC2H5

OC2H5

CH2 OC2H5N

C2H5

C2H5

Silico® PC1830 [CAS 41051-80-3] Silico® PC1860 [CAS 2530-86-1]

Diethylaminopropyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3 OCH3N

C2H5

C2H5

Dimethylaminopropyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3 OCH3N

CH3

CH3

Silico® PC1862 [CAS 67353-42-8] Silico® PC1951 [CAS 31024-56-3]

Dimethylaminopropylmethyldimethoxysilane

Si

OCH 3

CH3

(CH2)3 OCH 3N

CH3

CH3

N-(n-butyl)-3-aminopropyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3 OCH3NC4H9

H
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(CH2)2NH2
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Sulfur / Mercapto / Thiocyanato  Silanes

Ureido Silanes

Isocyanate  Silanes

Silico® PC2710 [CAS 15396-00-6] Silico® PC2720 [CAS 24801-88-5]

3-Isocyanatepropyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3N OCH3CO

3-Isocyanatepropyltriethoxysilane

Si

OC2H5

OC2H5

(CH2)3N OC2H5CO

Silico® PC2780 [CAS 26115-70-8]

Tris-(3-(trimethoxysilyl)propyl)isocyanurate

N N

N

(CH2)3(CH2)3

(CH2)3

O

O

O

Si

SiSi

OCH3

OCH3

H3CO

OCH3

OCH3

OCH3

OCH3

H3CO OCH3

Silico® PC2000 [CAS 40372-72-3] Silico® PC2200 [CAS 56706-10-6]

Bis(triethoxysilylpropyl)tetrasulfide

Si

OC2H5

OC2H5

(CH2)3S4(CH2)3SiC2H5O

OC2H5

OC2H5

OC2H5

Bis(triethoxysilylpropyl)disulfide

Si

OC2H5

OC2H5

(CH2)3S2(CH2)3SiC2H5O

OC2H5

OC2H5

OC2H5

Silico® PC2001 Silico® PC2201

Mixture of PC2000 and Carbon Black N330 Mixture of PC2200 and Carbon Black N330

Silico® PC2300 [CAS 4420-74-0] Silico® PC2310 [CAS 14814-09-6]

3-Mercaptopropyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3HS OCH3

3-Mercaptopropyltriethoxysilane

Si

OC2H5

OC2H5

(CH2)3HS OC2H5

Silico® PC2320 [CAS 31001-77-1] Silico® PC2640 [CAS 34708-08-2]

3-Mercaptopropylmethyldimethoxysilane

Si

CH3

OCH3

(CH2)3HS OCH3

3-Thiocyanatopropyltriethoxysilane

Si

OC2H5

OC2H5

(CH2)3S OC2H5CN

Silico® PC2510 [CAS 23843-64-3] Silico® PC2520 [CAS 23779-32-0]

3-Ureidopropyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3NCH2N

O

H

OCH3

3-Ureidopropyltriethoxysilane

Si

OC2H5

OC2H5

(CH2)3NCH2N

O

H

OC2H5

Silico® PC2521 [CAS 116912-64-2]

3-Ureidopropyltriethoxysilane (50% in methanol)
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Epoxy Silanes

Acyl Silanes

Silico® PC4100 [CAS 2530-85-0] Silico® PC4108 [CAS 17096-07-0]

3-Methacryloxypropyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3O OCH3C

O

CH2C

CH3

Methacryloxypropyltris(trimethylsiloxy)silane

Si

OSi(CH 3)3

OSi(CH 3)3

(CH2)3O OSi(CH 3)3C

O

CH2C

CH3

Silico® PC4150 [CAS 80750-05-6] Silico® PC4200 [CAS 21142-29-0]

3-Methacryloxypropyltriisopropoxysilane

Si

O

O

(CH2)3O OC

O

CH2C

CH3

CH

CH3H3C

CH

CH3

CH3

CH

CH3H3C

3-Methacryloxypropyltriethoxysilane

Si

OCH2CH3

OCH2CH3

(CH2)3O OCH2CH3C

O

CH2C

CH3

Silico® PC4300 [CAS 14513-34-9] Silico® PC4600 [CAS 4369-14-6]

3-Methacryloxypropylmethyldimethoxysilane

Si

CH3

OCH3

(CH2)3O OCH3C

O

CH2C

CH3

3-Acryloxypropyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3O OCH3C

O

CHH2C

Silico® PC4700 [CAS 59004-18-1] Silico® PC4702 [CAS 5290-24-4]

3-Acetoxypropyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3O OCH3C

O

H3C

Acetoxypropylmethyldichlorosilane

Si

CH3

Cl

(CH2)3O ClC

O

H3C

Silico® PC4810 [CAS 157859-20-6] Silico® PC4820 [CAS 134652-60-1]

Triisopropylsilyl Acrylate

SiO CH

CH

CH

CH3H3C

H3C CH3

CH3

CH3

C

O

C
H

H2C

Triisopropylsilyl Methacrylate

SiO CH

CH

CH

CH3H3C

H3C CH3

CH3

CH3

C

O

CH2C

CH3

Silico® PC3100 [CAS 2530-83-8] Silico® PC3200 [CAS 2602-34-8]

3-Glycidoxypropyltrimethoxysilane

Si

OCH3

OCH3

(CH2)3CH2O OCH 3

O

3-Glycidoxypropyltriethoxysilane

Si

OC2H5

OC2H5

(CH2)3CH2O OC2H5

O

Silico® PC3300 [CAS 2897-60-1] Silico® PC3400 [CAS 65799-47-5]

3-Glycidoxypropylmethyldiethoxysilane

Si

CH3

OC2H5

(CH2)3CH2O OC2H5

O

3-Glycidoxypropylmethyldimethoxysilane

Si

CH3

OCH3

(CH2)3CH2O OCH3

O

Silico® PC3500 [CAS 3388-04-3] Silico® PC3510 [CAS 10217-34-2]

2-(3,4-Epoxycyclohexyl)-ethyltrimethoxysilane

Si

OCH3

OCH3

(CH2)2 OCH3

O

2-(3,4-Epoxycyclohexyl)-ethyltriethoxysilane

Si

OC2H5

OC2H5

(CH2)2 OC2H5

O

Silico® OP3160 Silico® OP3000

Epoxy silane hydrolysate Epoxy functional silane oligomer
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Vinyl Silanes

Fluoro Silanes

Silico® PC6110 [CAS 2768-02-7] Silico® PC6120 [CAS 78-08-0]

Vinyltrimethoxysilane

Si

OCH3

OCH3

CH OCH3H2C

Vinyltriethoxysilane

Si

OC2H5

OC2H5

CH OC2H5H2C

Silico® PC6130 [CAS 1067-53-4] Silico® PC6150 [CAS 18023-33-1]

Vinyltris(2-methoxyethoxy)silane

Si

O

O

CH OH2C (CH2)2

(CH2)2

(CH2)2

OCH3

OCH3

OCH3

Vinyltrisisopropoxysilane

Si O CH

CH3

CH3

3

CHH2C

Silico® PC6220 [CAS 5356-83-2] Silico® PC6151 [CAS 15332-99-7]

Vinyldimethylethoxysilane

Si OC2H5CHH2C

CH3

CH3

Vinyltris(isopropenyloxy)silane

Si O C

CH3

CH2

3

CHH2C

Silico® PC6310 [CAS 16753-62-1] Silico® PC6320 [CAS 5507-44-8]

Vinylmethyldimethoxysilane

Si CH3CHH2C

OCH3

OCH3

Vinylmethyldiethoxysilane

Si CH3CHH2C

OC2H5

OC2H5

Silico® PC9710 [CAS 675-62-7] Silico® PC9711 [CAS 358-67-8]

(3,3,3-Trifluoropropyl)methyldichlorosilane

Si

Cl

Cl

CH2 CH3CH2C

F

F

F

(3,3,3-Trifluoropropyl)methyldimethoxysilane

Si

OCH3

OCH3

CH2 CH3CH2C

F

F

F

Silico® PC9712 [CAS 118162-95-1] Silico® PC9730 [CAS 592-09-6]

(3,3,3-Trifluoropropyl)methyldiethoxysilane

Si

OC2H5

OC2H5

CH2 CH3CH2C

F

F

F

(3,3,3-Trifluoropropyl)trichlorosilane

Si

Cl

Cl

CH2 ClCH2C

F

F

F

Silico® PC9731 [CAS 429-60-7] Silico® PC9732

(3,3,3-Trifluoropropyl)trimethoxysilane

Si

OCH3

OCH3

CH2 OCH3CH2C

F

F

F

(3,3,3-Trifluoropropyl)triethoxysilane

Si

OC2H5

OC2H5

CH2 OC2H5CH2C

F

F

F

Silico® PC9751 [CAS 83048-65-1] Silico® PC9752 [CAS 101947-16-4]

1H,1H,2H,2H-Perfluorodecyltrimethoxysilane

Si

OCH3

OCH3

CH2 OCH3CH2C8F17

1H,1H,2H,2H-Perfluorodecyltriethoxysilane

Si

OC2H5

OC2H5

CH2 OC2H5CH2C8F17

Silico® PC9756 [CAS 85857-16-5] Silico® PC9757 [CAS 51851-37-7]

1H,1H,2H,2H-Perfluorooctyltrimethoxysilane

Si

OCH3

OCH3

CH2 OCH3CH2C6F13

1H,1H,2H,2H-Perfluorooctyltriethoxysilane

Si

OC2H5

OC2H5

CH 2 OC2H5CH 2C6F13
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Silico® PC5031 [CAS 2487-90-3] Silico® PC5032 [CAS 998-30-1]

Trimethoxysilane

Si

OCH3

OCH3

H OCH3

Triethoxysilane

Si

OC2H5

OC2H5

H OC2H5

Silico® PC5121 [CAS 16881-77-9] Silico® PC5122 [CAS 2031-62-1]

Methyldimethoxysilane

Si

OCH3

CH3

H OCH3

Methyldiethoxysilane

Si

OC2H5

CH3

H OC2H5

Silico® PC5131 [CAS 1185-55-3] Silico® PC5132 [CAS 2031-67-6]

Methyltrimethoxysilane

Si

OCH3

OCH3

CH3 OCH3

Methyltriethoxysilane

Si

OC2H5

OC2H5

CH3 OC2H5

Silico® PC5221 [CAS 1112-39-6] Silico® PC5222 [CAS 78-62-6]

Dimethyldimethoxysilane

Si

OCH3

CH3

CH3 OCH3

Dimethyldiethoxysilane

Si

OC2H5

CH3

CH3 OC2H5

Silico® PC5801 [CAS 5575-48-4] Silico® PC5821 [CAS 3069-21-4]

n-Decyltrimethoxysilane

Si

OCH3

OCH3

n-C10H21 OCH3

n-Dodecyltrimethoxysilane

Si

OCH3

OCH3

n-C12H25 OCH3

Silico® PC5861 [CAS 16415-12-6] Silico® PC5881 [CAS 3069-42-9]

n-Hexadecyltrimethoxysilane

Si

OCH3

OCH3

n-C16H33 OCH3

n-Octodecyltrimethoxysilane

Si

OCH3

OCH3

n-C18H37 OCH3

Silico® PC5901 [CAS 3069-40-7] Silico® PC5902 [CAS 2943-75-1]

n-Octyltrimethoxysilane

Si

OCH3

OCH3

n-C8H17 OCH3

n-Octyltriethoxysilane

Si

OC2H5

OC2H5

n-C8H17 OC2H5

Silico® PC5912 [CAS 35435-21-3] Silico® PC5952 [CAS 17980-47-1]

i-Octyltriethoxysilane

Si

OC2H5

OC2H5

OC2H5CH2CHCH2C

CH3

CH3

H3C

CH3

i-Butyltriethoxysilane

Si

OC2H5

OC2H5

CH2 OC2H5CH

H3C

H3C

Silico® PC5931 [CAS 1067-25-0] Silico® PC5932 [CAS 2550-02-9]

Propyltrimethoxysilane

Si

OCH3

OCH3

n-C3H7 OCH3

Propyltriethoxysilane

Si

OC2H5

OC2H5

n-C3H7 OC2H5

Silico® PC6112 [CAS 18406-41-2] Silico® PC6122 [CAS 16068-37-4]

1,2-Bis(trimethoxysilyl)ethane

Si OCH3CH2CH2

OCH3

OCH3

SiH3CO

OCH3

OCH3

1,2-Bis(triethoxysilyl)ethane

Si OC2H5CH2CH2

OC2H5

OC2H5

SiC2H5O

OC2H5

OC2H5

Alkyl & Alkoxy Silanes

Alkyl & Alkoxy Silanes
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Acetoxy  Silanes

Oximino Silane Crosslinkers

Silico® PC7910 [CAS 13170-23-5] Silico® PC7930 [CAS 4253-34-3]

Di-tertbutoxy-diacetoxysilane

Si O CO

O

CH3 2C

CH3

CH3

CH3

2

Methyltriacetoxysilane (MTA)

Si O CCH3

O

CH3 3

Silico® PC7950 [CAS 17689-77-9] Silico® PC7960 [CAS 4130-08-9]

Ethyltriacetoxysilane (ETA)

Si O CC2H5

O

CH3 3

Vinyltriacetoxysilane (VTA)

Si O CCH

O

CH3 3H2C

Silico® PC7970 [CAS 17865-07-5] Complex Acetoxy Crosslinker

Propyltriacetoxysilane (PTA)

Si O Cn-C3H7

O

CH3 3

SiSiB® EM7030 ETA/MTA : 70/30

SiSiB® PM3070 PTA/MTA : 30/70

SiSiB® PM7030 PTA/MTA : 70/30

Silico® PC7130 [CAS 22984-54-9] Silico® PC7500 [CAS 2224-33-1]

Methyltris(methylethylketoxime)silane(MOS)

Si O N C CH3

C2H5

H3C 3

Vinyltris(methylethylketoxime)silane (VOS)

Si O N C CH3

C2H5

CH 3CH2

Silico® PC7131 [CAS 2594-75-4] Silico® PC7220 [CAS 37843-26-8]

Methyltris(acetoximino)silane

Si O N C CH3

CH3

H3C 3

Dimethyldi(methylethylketoximino)silane

Si O N C CH3

CH3

H3C 2

CH3

Silico® PC7133 [CAS 37859-57-7] Silico® PC7530 [CAS 156145-64-1]

Methyltris(methylisobutylketoximino)silane

CHCH2C

CH3 CH3

CH3

NOSiCH3

3

Vinyltris(methylisobutylketoximino)silane

CHCH2C

CH3 CH3

CH3

NOSiCH

3

CH2

Silico® PC7400 [CAS 34206-40-1] Silico® PC7410 [CAS 156145-62-9]

Tetra(methylethylketoxime)silane in toluene (TOS in toluene)

Si O N C CH3

C2H5

4

Tetra(methylisobutylketoximino)silane

CHCH2C

CH3 CH3

CH3

NOSi

4

Silico® PC7600 [CAS 34036-80-1] Complex Oximino Crosslinker

Phenyltris(methylethylketoxime)silane (POS)

Si O N C CH3

C2H5

3

Silico® MT8020: MOS/TOS : 80/20

Silico® MT8515: MOS/TOS : 85/15

Silico® MT9010: MOS/TOS : 90/10

Silico® MV6733: MOS/VOS : 67/33

Silico® MV8020: MOS/VOS : 80/20

Silico® VT8020: VOS/TOS : 80/20
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Phenyl Silanes

Silico® PC8131 [CAS 2996-92-1] Silico® PC8132 [CAS 780-69-8]

Phenyltrimethoxysilane

Si

OCH3

OCH3

OCH3

Phenyltriethoxysilane

Si

OC2H5

OC2H5

OC2H5

Silico® PC8221 [CAS 6843-66-9] Silico® PC8222 [CAS 2553-19-7]

Diphenyldimethoxysilane

Si

OCH3

OCH3

Diphenyldiethoxysilane

Si

OC2H5

OC2H5

Silico® PC8228 [CAS 947-42-2] Silico® PC8318 [CAS 791-31-1]

Diphenylsilanediol

Si

OH

OH

Triphenylsilanol

Si

OH

Silico® PC8151 [CAS 52301-18-5] Silico® PC8611 [CAS 3027-21-2]

Phenyltris(isopropenyloxy)silane

Si O C

CH3

CH2

3

Methylphenyldimethoxysilane

Si

OCH3

OCH3

CH3

Silico® PC8612 [CAS 775-56-4] Silico® PC8940 [CAS 1529-17-5]

Methylphenyldiethoxysilane

Si

OC2H5

OC2H5

CH3

Phenoxytrimethylsilane

Si

CH3

CH3

O CH3

Silico® PC8132 [CAS 780-69-8] Silico® PC8221 [CAS 6843-66-9]

Phenyltriethoxysilane (donor-A) Diphenyldimethoxysilane (donor-B)

Silico® PC9500 [CAS 17865-32-6] Silico® PC9510 [CAS 17980-32-4]

Cyclohexylmethyldimethoxysilane (donor-C)

Si

OCH3

OCH3

CH3

Diisobutyldimethoxysilane

CH2 Si

OCH3

OCH3

CH2 CHCH

H3C

H3C CH3

CH3

Silico® PC9520 [CAS 18230-61-0] Silico® PC9530 [CAS 126990-35-0]

Diisopropyldimethoxysilane (donor-P)

CH Si

OCH3

OCH3

CH

CH3

CH3H3C

H3C

Dicyclopentyldimethoxysilane (donor-D)

Si

OCH3

OCH3

Silico® PC9540 [CAS 111439-76-0]

Isobutylisopropyldimethoxysilane

CH2 Si

OCH3

OCH3

CHCH

H3C

H3C CH3

CH3

Silanes for Olefin Polymerization Catalysts
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Chloro  Silanes

Chlorosilane Monomer

Silico® PC5011 [CAS 2530-87-2] Silico® PC5012 [CAS 5089-70-3]

Chloropropyltrimethoxysilane

Si

OCH3

OCH3

CH2CH2CH2 OCH3Cl

Chloropropyltriethoxysilane

Si

OCH2CH3

OCH2CH3

CH2CH2CH2 OCH2CH3Cl

Silico® PC5021 [CAS 18171-19-2] Silico® PC5022 [CAS 13501-76-3]

3-Chloropropylmethyldimethoxysilane

Si

OCH3

CH3

CH2CH2CH2 OCH3Cl

3-Chloropropylmethyldiethoxysilane

Si

OC2H5

CH3

CH2CH2CH2 OC2H5Cl

Silico® PC5030 [CAS 10025-78-2] Silico® PC5120 [CAS 75-54-7]

Trichlorosilane

Si

Cl

Cl

H Cl

Methyldichlorosilane

Si

Cl

CH3

H Cl

Silico® PC5400 [CAS 10026-04-7] Silico® PC5130 [CAS 75-79-6]

Tetrachlorosilane

Si

Cl

Cl

Cl Cl

Methyltrichlorosilane

Si

Cl

Cl

CH3 Cl

Silico® PC5220 [CAS 75-78-5] Silico® PC5310 [CAS 75-77-4]

Dimethyldichlorosilane

Si

Cl

CH3

CH3 Cl

Trimethylchlorosilane

Si

CH3

CH3

CH3 Cl

Silico® P6100 [CAS 75-94-5] Silico® PC6300 [CAS 124-70-9]

Vinyltrichlorosilane

Si

Cl

Cl

CH ClH2C

Vinylmethyldichlorosilane

Si CH3CHH2C

Cl

Cl

Silico® PC8130 [CAS 98-13-5] Silico® PC8220 [CAS 80-10-4]

Phenyltrichlorosilane

Si

Cl

Cl

Cl

Diphenyldichlorosilane

Si

Cl

Cl

Silico® PC8310 [CAS 76-86-8] Silico® PC8610 [CAS 149-74-6]

Triphenylchlorosilane

Si

Cl

Methylphenyldichlorosilane

Si

Cl

Cl

CH3
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Orthosilicates

Silico® PC 5410 [CAS 681-84-5] Silico® PC5420 [CAS 78-10-4]

Tetramethoxysilane

Si

OCH3

OCH3

CH3O OCH3

Tetraethoxysilane

Si

OC2H5

OC2H5

C2H5O OC2H5

Silico® PC5423 [CAS 68412-37-3] Silico® PC5424 [CAS 11099-06-2]

Ethyl polysilicate 32

n=1,2,3....

C2H5 O Si OC2H5

OC2H5

OC2H5 n

Ethyl polysilicate 40

n=5

C2H5 O Si OC2H5

OC2H5

OC2H5 n

Silico® PC5430 [CAS 682-01-9] Silico® PC5460 [CAS 18765-38-3]

Tetrapropoxysilane

Si

OC3H7

OC3H7

C3H7O OC3H7

Tetra butyl glycol silicate

Si

OC2H4OC4H9

OC2H4OC4H9

C4H9OC2H4O OC2H4OC4H9

Silico® PC9240 [CAS 541-05-9] Silico® PC9100 [CAS 556-67-2]

Hexamethylcyclotrisiloxane (D3)

Si

O

Si

O

Si

O
H3C

H3C

H3C CH3

CH3

CH3

Octamethylcyclotetrasiloxane(D4)

Si

O

SiO

Si

O

Si O CH3

CH3

CH3

H3C

H3C

H3C

H3C

CH3

Silico® PC9105 [CAS 541-02-6] Silico® PC9150 [CAS 2370-88-9]

Decamethylcyclopentasiloxane (D5)

OSi

Si

O

Si

OSi

O

Si

O

CH3

CH3

CH3

H3C

H3C

H3C

CH3

CH3

H3C

CH3

2,4,6,8-Tetramethylcyclotetrasiloxane (D4
H
)

Si

O

SiO

Si

O

Si O H

CH3

H
H3C

H

H3C

H
CH3

Silico® PC9110 [CAS 2554-06-5] Silico® PC9113 [CAS 3901-77-7]

2,4,6,8-Tetramethyl-2,4,6,8-tetravinyl-cyclotetrasiloxane

Si

O

SiO

Si

O

Si O

1,3,5-Trivinyl-1,3,5-trimethylcyclotrisiloxane

Si

O

Si

O

Si

O

Cyclosiloxanes
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Cyclosiloxanes & Siloxanes Siloxanes

Silico® PC9180 [CAS 546-56-5] Silico® PC9181 [CAS 77-63-4]

Octaphenylcyclotetrasiloxane

Si

O

SiO

Si

O

Si O

Phenylmethylcyclosiloxanes

(Me-Ph-D3, Me-Ph-D4 and Me-Ph-D5)

Si

O

SiO

Si

O

Si O

CH3

H3C

H3C

CH3

Silico® PC9718 [CAS 2374-14-3] Silico® PC8137 [CAS 18027-45-7]

1,3,5-Trimethyl-1,3,5-tris(3,3,3-trifluoropropyl)-cyclotrisiloxane

Si

O

Si

O

Si

O

H3C

(CH2)2 CH3

(CH2)2

F3C

CH3

CF3

(CH2)2

CF3

Phenyltris(dimethylsiloxy)silane

Si

O

O

O

Si

Si

Si

CH3

H3C

CH3

H3C

CH3

CH3

H

H

H

Silico® PF8801 [CAS 17875-55-7] Silico® PF8811 [CAS 17962-34-4]

1,1,5,5-Tetramethyl-3,3-diphenyltrisiloxane

Si

CH3

H

CH3

O Si O Si

CH3

CH3

H

1,1,3,5,5-Pentamethyl-3-phenyltrisiloxane

Si

CH3

H

CH3

O Si

CH3

O Si

CH3

CH3

H

Silico® PC9200 [CAS 107-46-0] Silico® PC9273 [CAS 1873-88-7]

Hexamethyldisiloxane (HMDSO, MM)

Si

CH3

H3C

CH3

O Si

CH3

CH3

CH3

1,1,1,3,5,5,5-Heptamethyltrisiloxane

Si

CH3

H3C

CH3

O Si

CH3

H

O Si

CH3

CH3

CH3

Silico® PC9400 [CAS 3277-26-7] Silico® PC9401 [CAS 2627-95-4]

1,1,3,3-Tetramethyl-disiloxane

Si

CH3

H

CH3

O Si

CH3

CH3

H

1,1,3,3-Tetramethyl-1,3-divinyldisiloxane

Si

CH3

CH

CH3

O Si

CH3

CH3

CH CH2H2C

Silico® PC9409 [CAS 126-80-7] Silico® PC9410 [CAS 2469-55-8]

1,1,3,3-Tetramethyl-1,3-bis(3-glycidoxypropyl)-disiloxane

Si

CH3

(CH2)3

CH3

O Si

CH3

CH3

(CH2)3 OO CH2CH2

O O

1,1,3,3-Tetramethyl-1,3-bis(3-aminopropyl)-disiloxane

Si

CH3

(CH2)3

CH3

O Si

CH3

CH3

(CH2)3 NH2H2N

Silazanes

Silico® PC9210 [CAS 999-97-3] Silico® PC9270 [CAS 920-68-3]

Hexamethyldisilazane (HMDZ)

Si

CH3

H3C

CH3

H
N Si

CH3

CH3

CH3

Heptamethyldisilazane

Si

CH3

H3C

CH3

N Si

CH3

CH3

CH3

CH3

Silico® PC9411 [CAS 7691-02-3]

Tetramethyldivinyldisilazane

Si

CH3

CH

CH3

NH Si

CH3

CH3

CH CH2H2C
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Silanes for Pharmaceuticals & Organic Synthesis

Silanes for Pharmaceuticals & Organic Synthesis

Silico® PC5210 [CAS 1066-35-9] Silico® PC6200 [CAS 1719-58-0]

Dimethylchlorosilane

Si

H

CH3

CH3 Cl

Vinyldimethylchlorosilane

Si ClCHH2C

CH3

CH3

Silico® PC5310 [CAS 75-77-4] Silico® PC5311 [CAS 420-56-4]

Trimethylchlorosilane

Si

CH3

CH3

CH3 Cl

Trimethylfluorosilane

Si

CH3

CH3

CH3 F

Silico® PC5312 [CAS 2857-97-8] Silico® PC5313 [CAS 16029-98-4]

Trimethylbromosilane

Si

CH3

CH3

CH3 Br

Trimethylsilyliodide

Si

CH3

CH3

CH3 I

Silico® PC5318 [CAS 1066-40-6] Silico® PC5380 [CAS 768-32-1]

Trimethylsilanol

Si

CH3

CH3

CH3 OH

Trimethylphenylsilane

Si

CH3

CH3

CH3

Silico® PC5316 [CAS 1066-54-2] Silico® PC5626 [CAS 1777-03-3]

Trimethylsily acetylene (TMSA)

Si

CH3

CH3

CH3 C CH

Ethynyltriethylsilane

Si

C2H5

C2H5

C2H5 C CH

Silico® PC5321 [CAS 1825-61-2] Silico® PC5322 [CAS 1825-62-3]

Trimethylmethoxysilane

Si OCH3H3C

CH3

CH3

Trimethylethoxysilane

Si

CH3

CH3

CH3 OC2H5

Silico® PC5515 [CAS 2344-80-1] Silico® PC5540 [CAS 1719-57-9]

Chloromethyltrimethylsilane

Si

CH 3

CH 3

CH2 CH3Cl

Chloromethyldimethylchlorosilane

Si

CH3

CH3

CH 2 ClCl

Silico® PC5603 [CAS 617-86-7] Silico® PC5620 [CAS 994-30-9]

Triethylsilane

Si

C2H5

C2H5

C2H5 H

Triethylchlorosilane

Si

C2H5

C2H5

C2H5 Cl

Silico® PC5710 [CAS 18162-48-6] Silico® PC8710 [CAS 58479-61-1]

Tertbutyldimethylchlorosilane

Si

CH3

CH3

C Cl

CH3

CH3

CH3

Tertbutyldiphenylchlorosilane

Si

C

C

C Cl

CH3

CH3

CH3
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Silanes for Pharmaceuticals & Organic Synthesis Silanes for Pharmaceuticals & Organic Synthesis

Silico® PC5936 [CAS 13154-24-0] Silico® PC5938 [CAS 6485-79-6]

Triisopropylchlorosilane

CH

H3C

H3C

Si Cl

3

Triisopropylsilane

CH

H3C

H3C

Si H

3

Silico® PC8316 [CAS 789-25-3] Silico® PC8318 [CAS 791-31-1]

Triphenylsilane

Si

H

Triphenylsilanol

Si

OH

Silico® PC9150 [CAS 2370-88-9] Silico® PC9200 [CAS 107-46-0]

2,4,6,8-Tetramethylcyclotetrasiloxane (D4
H
)

Si

O

SiO

Si

O

Si O H

CH3

H
H3C

H

H3C

H
CH3

Hexamethyldisiloxane (HMDSO, MM)

Si

CH3

H3C

CH3

O Si

CH3

CH3

CH3

Silico® PC9210 [CAS 999-97-3] Silico® PC9220 [CAS 1450-14-2]

Hexamethyldisilazane

Si

CH3

H3C

CH3

H
N Si

CH3

CH3

CH3

Hexamethyldisilane

Si

CH3

H3C

CH3

Si

CH3

CH3

CH3

Silico® PC9230 [CAS 18297-63-7] Silico® PC9233 [CAS 14630-40-1]

N,N’-Bis(trimethylsilyl)urea (BSU)

Si

CH3

H3C

CH3

NH C NH

O

Si

CH3

CH3

CH3

Bis(trimethylsilyl)acetylene (BTMSA)

Si

CH3

H3C

CH3

Si

CH3

CH3

CH3

C C

Silico® PC9235 [CAS 10416-59-8] Silico® PC9236 [CAS 25561-30-2]

N,O-Bis(trimethylsilyl)acetamide (BSA)

Si

CH3

H3C

CH3

N C O

CH3

Si

CH3

CH3

CH3

N,O-Bis(trimethylsilyl)trifluoro acetamide (BSTFA)

Si

CH3

H3C

CH3

N C O

CF3

Si

CH3

CH3

CH3

Silico® PC9400 [CAS 3277-26-7] Silico® PC9795 [CAS 81290-20-2]

1,1,3,3-Tetramethyl-disiloxane

Si

CH3

H

CH3

O Si

CH3

CH3

H

Trifluoromethyltrimethylsilane

Si CH3

CH3

CH3

C

F

F

F

Silico® PC9811 [CAS 27607-77-8] Silico® PC9812 [CAS 79271-56-0]

Trimethylsilyltrifluoromethanesulfonate

Si CH3

CH3

CH3

OSC

F

F

F

O

O

Triethylsilyltrifluoromethanesulfonate

Si C2H5

C2H5

C2H5

OSC

F

F

F

O

O

Silico® PC9813 [CAS 69739-34-0] Silico® PC9903 [CAS 18156-74-6]

Tert-butyldimethylsilyltrifluoromethanesulfonate

Si C

CH3

CH3

OSC

F

F

F

O

O

CH3

CH3

CH3

1-(Trimethylsilyl)imidazole

CH3

Si CH3

CH3

N

N

Silico® PC9911 [CAS 27668-52-6] Silico® PC9912

3-(Trimethoxysilyl)propyldimethyloctodecyl-ammonium chloride

OCH 3

Si OCH3

OCH 3

(CH2)3N+

CH3

CH3

C18H37

Cl -

3-(Triethoxysilyl)propyldimethyloctodecyl-ammonium chloride

OC2H5

Si OC2H5

OC2H5

(CH2)3N+

CH3

CH3

C18H37

Cl-

Silane Antimicrobials
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Silane Coupling Agent Selection Guide

Thermosets Thermopolastics Rubber & Elastomer Sealants
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Silico® PC1100 ★ ★ ★ ★ ★ ★ ★ ★★ ★★ ★ ★ ★★ ★★ ★ ★★ ★★ ★★ ★ ★★ ★★ ★★ ★★ ★★ ★ ★★ ★★ ★ ★★ ★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★

Silico® PC1110 ★★ ★ ★ ★ ★★ ★ ★★ ★★ ★★ ★ ★★ ★★ ★★ ★ ★★ ★ ★★ ★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★

Silico® PC1120 ★ ★★ ★★

Silico® PC1200 ★★ ★ ★ ★★ ★★ ★ ★ ★★ ★★ ★★ ★ ★★ ★ ★ ★ ★★ ★★ ★★ ★★ ★ ★★ ★★ ★ ★ ★★ ★★ ★ ★ ★★ ★ ★★ ★★ ★★ ★ ★★ ★ ★

Silico® PC1210 ★ ★★ ★ ★★ ★★ ★★ ★★ ★★ ★ ★★ ★★ ★★ ★★ ★★ ★★ ★★

Silico® PC1220 ★★ ★ ★ ★★ ★★ ★ ★★ ★★ ★★ ★★ ★★ ★ ★★ ★ ★★ ★★ ★★ ★★ ★ ★★ ★★ ★★ ★ ★★ ★★ ★ ★ ★★ ★ ★★ ★★ ★★ ★ ★★ ★★ ★

Silico® PC1730 ★★ ★★ ★★

Silico® PC2000 ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★ ★★

Silico® PC2300 ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★ ★★ ★★ ★★ ★ ★★ ★

Silico® PC2310 ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★ ★★ ★★ ★★ ★ ★★ ★

Silico® PC2320 ★★ ★★ ★★ ★★ ★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★ ★★ ★★ ★★ ★ ★★ ★

Silico® PC2510 ★★

Silico® PC2521 ★ ★★

Silico® PC2720

Isocyanato
★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★ ★★ ★★

Silico® PC3100 ★★ ★ ★ ★ ★ ★ ★★ ★ ★★ ★★ ★ ★★ ★ ★ ★★ ★★ ★★ ★★ ★ ★ ★★ ★★ ★★ ★ ★ ★★ ★★ ★ ★

Silico® PC3200 ★★ ★ ★★ ★ ★ ★★ ★★ ★★ ★★ ★ ★★ ★★ ★★ ★ ★★ ★★ ★★

Silico® PC3300 ★

Silico® PC3400 ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★

Silico® PC3500 ★★ ★ ★ ★★ ★★ ★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★ ★★

Silico® PC3510

Silico® PC4100 ★ ★★ ★★ ★ ★★ ★ ★ ★ ★★ ★★ ★ ★ ★★ ★ ★★ ★

Silico® PC4200 ★★ ★ ★★ ★ ★ ★ ★★

Silico® PC4300 ★★ ★ ★★ ★ ★ ★ ★★

Silico® PC4400 ★★ ★ ★★ ★ ★ ★ ★★

Silico® PC4600 ★★ ★ ★★ ★★ ★★ ★★ ★★

Silico® PC5011 ★★ ★★ ★★ ★★ ★★

Silico® PC5021 ★★ ★★

Silico® PC6100

Silico® PC6110 ★★ ★★ ★ ★ ★★ ★★ ★★

Silico® PC6120 ★★ ★ ★★ ★★ ★★ ★★ ★★

Silico® PC6130 ★★

Silico® PC6310 ★★
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Silane Cross-reference Guide

DowCorning Wacker Evonik ShinEtsu Chisso Honeywell

Z-6011 GENIOSIL GF93 Dynasylan AMEO KBE-903 S330

Dynasylan 1151

Dynasylan 1122

Z-6610 GENIOSIL GF96 Dynasylan AMMO KBM-903

Dynasylan 1124

Z-6015 Dynasylan 1505

Z-6020 GENIOSIL GF91 Dynasylan DAMO KBM-603 S320

Z-6021 GENIOSIL GF94 KBE-603

1-6436 GENIOSIL GF95 Dynasylan 1411 KBM-602 S310

AY43-009 Dynasylan TRIAMO

GENIOSIL GF92

GENIOSIL XL973

SZ-6083 KBM-573

Dynasylan 1189

Z-6940 Si-69 KBE-846

Z-6920 Si-75

Z-6062 GENIOSIL GF70 Dynasylan MTMO KBM-803 S810

Z-6910

AY43-062 Dynasylan 3403 KBM-802

GENIOSIL GF98

Z-6801

Z-6676 Dynasylan 2201 KBE-585

Si-264

GENIOSIL GF40

GENIOSIL GF41 KBE-9007

GENOSIL GF69 KBM-9659

Z-6040 GENIOSIL GF80 Dynasylan GLYMO KBM-403 S510

Z-6041 GENIOSIL GF82 Dynasylan GLYEO KBE-403

Z-6042 KBE-402

Z-6044 S520

Z-6043 KBM-303

Z-6030 GENIOSIL GF31 Dynasylan MEMO KBM-503 S710

Z-6036 GENIOSIL GF32 KBE-503

Z-6033 KBM-502

KBE-502

GENIOSIL XL36

AY43-310M KBM-5103

Z-6010

SiSiB SILANE Chemical Name CAS No. Momentive

Silico® PC1100 3-Aminopropyltriethoxysilane 919-30-2 A-1100

Silico® PC1106 Hydrolysateof3-Aminopropyltriethoxysilane 58160-99-9 A-1106

Silico® PC1108 Bis[(3-triethoxysilyl)propylamine 13497-18-2

Silico® PC1110 3-Aminopropyltrimethoxysilane 13822-56-5 A-1110

Silico® PC1118 Bis[(3-trimethoxysilyl)propylamine 82985-35-1 A-1170

Silico® PC1120 Aminopropylmethyldiethoxysilane 3179-76-8

Silico® PC1200 Aminoethylaminopropyltrimethoxysilane 1760-24-3 A-1120

Silico® PC1210 Aminoethylaminopropyltriethoxysilane 5089-72-5

Silico® PC1220 Aminoethylaminopropylmethyldimethoxysilane 3069-29-2 A-2120

Silico® PC1300 Diethylenetriaminopropyltrimethoxysilane 35141-30-1 A-1130

Silico® PC1600 3-(N-Cyclohexylamino)propyltrimethoxysilane 3068-78-8

Silico® PC1710 Phenylaminomethyltrimethoxysilane 77855-73-3

Silico® PC1730 3-(N-Phenylamino)propyltrimethoxysilane 3068-76-6 Y-9669

Silico® PC1951 N-(n-butyl)-3-aminopropyltrimethoxysilane 31024-56-3

Silico® PC2000 Bis(triethoxysilylpropyl)tetrasulfide 40372-72-3 A-1289

Silico® PC2200 Bis(triethoxysilylpropyl)disulfide 56706-10-6 A-1589

Silico® PC2300 3-Mercaptopropyltrimethoxysilane 4420-74-0 A-189

Silico® PC2310 3-Mercaptopropyltriethoxysilane 14814-09-6 A-1891

Silico® PC2320 3-Mercaptopropylmethyldimethoxysilane 31001-77-1

Silico® PC2510 3-Ureidopropyltrimethoxysilane 23843-64-3 A-1524

Silico® PC2520 3-Ureidopropyltriethoxysilane 23779-32-0

Silico® PC2521 3-Ureidopropyltriethoxysilane(50%inMethanol) 116912-64-2 A-1160

Silico® PC2640 3-Thiocyanatopropyltriethoxysilane 34708-08-2

Silico® PC2710 3-Isocyanatopropyltrimethoxysilane 15396-00-6 A-Link 35

Silico® PC2720 3-Isocyanatopropyltriethoxysilane 24801-88-5 A-Link 25

Silico® PC2780 Tris-(3-(trimethoxysilyl)propyl)isocyanurate 26115-70-8 Y-11597

Silico® PC3100 3-Glycidoxypropyltrimethoxysilane 2530-83-8 A-187

Silico® PC3200 3-Glycidoxypropyltriethoxysilane 2602-34-8 A-1871

Silico® PC3300 3-Glycidoxypropylmethyldiethoxysilane 2897-60-1 CoatOSil 2287

Silico® PC3400 3-Glycidoxypropylmethyldimethoxysilane 65799-47-5

Silico® PC3500 2-(3,4-epoxycyclohexyl)-ethyltrimethoxysilane 3388-04-3 A-186

Silico® PC3510 2-(3,4-epoxycyclohexyl)-ethyltriethoxysilane 10217-34-2 CoatOSil 1770

Silico® PC4100 3-Methacryloxypropyltrimethoxysilane 2530-85-0 A-174

Silico® PC4150 3-Methacryloxypropyl-tris-(2-propoxy)silane 80750-05-6 CoatOSil 1757

Silico® PC4200 3-Methacryloxypropyltriethoxysilane 21142-29-0 Y-11878

Silico® PC4300 3-Methacryloxypropylmethyldimethoxysilane 14513-34-9

Silico® PC4400 3-Methacryloxypropylmethyldiethoxysilane 65100-04-1

Silico® PC4510 Methacryloxymethyltriethoxysilane 5577-72-0

Silico® PC4600 3-Acryloxypropyltrimethoxysilane 4369-14-6

Silico® PC5010 3-Chloropropyltrichlorosilane 2550-06-3
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SiSiB SILANE Chemical Name CAS No. Momentive

Silico® PC5011 Chloropropyltrimethoxysilane 2530-87-2

Silico® PC5012 Chloropropyltriethoxysilane 5089-70-3

Silico® PC5121 Methyldimethoxysilane 16881-77-9

Silico® PC5122 Methyldiethoxysilane 2031-62-1

Silico® PC5131 Methyltrimethoxysilane 1185-55-3 A-1630

Silico® PC5132 Methyltriethoxysilane 2031-67-6 A-162

Silico® PC5220 Dimethyldichlorosilane 75-78-5

Silico® PC5221 Dimethyldimethoxysilane 1112-39-6

Silico® PC5222 Dimethyldiethoxysilane 78-62-6

Silico® PC5310 Trimethylchlorosilane 75-77-4

Silico® PC5314 Trimethylsilylcyanide(cyanotrimethylsilane) 7677-24-9

Silico® PC5410 Tetramethoxysilane 681-84-5

Silico® PC5420 Tetraethoxysilane 78-10-4 TEOS

Silico® PC5424 Ethylpolysilicate40 11099-06-2 TEOS-40

Silico® PC5430 Tetrapropoxysilane 682-01-9

Silico® PC5460 Tetrabutylglycolsilicate 18765-38-3

Silico® PC5515 Chloromethyltrimethylsilane 2344-80-1

Silico® PC5520 (Chloromethyl)-methyl-dichlorosilane 1558-33-4

Silico® PC5540 Chloromethyldimethylchlorosilane 1719-57-9

Silico® PC5603 Triethylsilane 617-86-7

Silico® PC5620 Triethylchlorosilane 994-30-9

Silico® PC5710 Tertbutyldimethylchlorosilane 18162-48-6

Silico® PC5801 Decyltrimethoxysilane 5575-48-4

Silico® PC5861 Hexadecyltrimethoxysilane 16415-12-6

Silico® PC5862 Hexadecyltriethoxysilane 16415-13-7

Silico® PC5883 Octadecylmethyldimethoxysilane 70851-50-2

Silico® PC5901 n-Octyltrimethoxysilane 3069-40-7

Silico® PC5902 n-Octyltriethoxysilane 2943-75-1 A-137

Silico® PC5911 iso-Octyltrimethoxysilane 34396-03-7

Silico® PC5912 iso-Octyltriethoxysilane 35435-21-3

Silico® PC5931 Propyltrimethoxysilane 1067-25-0 Eurenor 5025

Silico® PC5932 Propyltriethoxysilane 2550-02-9

Silico® PC5936 Triisopropylchlorosilane 13154-24-0

Silico® PC5951 isobutyltrimethoxysilane 18395-30-7

Silico® PC5952 isobutyltriethoxysilane 17980-47-1

Silico® PC6100 Vinyltrichlorosilane 75-94-5

Silico® PC6110 Vinyltrimethoxysilane 2768-02-7 A-171

Silico® PC6120 Vinyltriethoxysilane 78-08-0 A-151

Silico® PC6122 1,2-Bis(triethoxysilyl)ethane 16068-37-4

Silico® PC6130 Vinyltris(2-methoxyethoxy)silane 1067-53-4 A-172

DowCorning Wacker Evonik ShinEtsu Chisso Honeywell

Z-6076 KBM-703

Z-6376 Si-230 KBM-704

Z-6701

Z-6516

Z-6070 M1-TRIMETHOXY Dynasylan MTMS KBM-13

Z-6370 M1-TRIETHOXY Dynasylan MTES KBE-13

Z-1219 KA22

Z-6194 M2-DIMETHOXY KBM-22

1-6509 M2-DIETHOXY

Z-1224 Silan-M3 KA31

Dynasylan TMSCN

Dynasil M KBM-04

Z-6697 SILICATE TES28 Dynasil A KBE-04

SILICATE TES40 Dynasil 40

Dynasil P

Dynasil BG

CMM3 Dynasylan CMTMS

CMM1

CMM2

Dynasylan TES

SILANE E3 Dynasylan TECS

TBMS TBM2

Z-6210 KBM-3103

25013 VP Dynasylan 9116

Dynasylan 9216

ODM-DIMETHOXY

Z-6665 Dynasylan OCTMO

Z-6341 Dynasylan OCTEO

Z-6672 IO-TRIMETHOXY

SILRES BS1701

Z-6265 Dynasylan PTMO KBM-3033

1-6535 Dynasylan PTEO KBE-3033

SILANE IP3

Z-2306 Dynasylan IBTMO

Z-6403 Dynasylan IBTEO

Z-2380 Dynasylan VTC KA1003

Z-6300 GENIOSIL XL10 Dynasylan VTMO KBM-1003 S210

Z-6518 GENIOSIL GF56 Dynasylan VTEO KBE-1003 S220

Y-9805 ET13

GENIOSIL GF58 Dynasylan VTMOEO
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DowCorning Wacker Evonik ShinEtsu Chisso Honeywell

Z-6550

Z-2349 GENIOSIL XL12

Z-9075 OX10 OS1000

OS1200

OX30 OS3000

OS3200

OX20 OS2000

OS2200

OS9000

Dynasylan BDAC

ES15

3-7110 ES23 AC10

Z-6075 GENIOSIL GF62

Z-1216 KA103

Z-6124 Dynasylan 9165 KBM-103

Z-9805 P-TRIETHOXY Dynasylan 9265 KBE-103

Z-1223 KA202

Z-6047 Dynasylan 6010 KBM-202SS

1-6533 KBE-202

Z-6800

Z-1221 SILANE PM

Z-2588

SILANE TBP2

SEMICOSIL 8MCTS

1-2287

Z-6079 Dynasylan HMDS HMDS3

Dynasylan BSA

Hept MN Dynasylan HPDS

Siloxane HSi2

CD6210

Z-6187 CHM-DIMETHOXY Catylen D300

Z-6275 Catylen D500

Z-6258 Catylen D600

Z-6228 CP2-DIMETHOXY Catylen D400

Catylen D700

Z-6230

Z-6333 KBM-7103

KBM-7803

Dynasylan F8261

DC-5700

SiSiB SILANE Chemical Name CAS No. Momentive

Silico® PC6150 Vinyltrisisopropoxysilane 18023-33-1 CoatOSil 1706

Silico® PC6310 Vinylmethyldimethoxysilane 16753-62-1 A-2171

Silico® PC7130 Methyltris(methylethylketoxime)silane(MOS) 22984-54-9

Silico® PC7133 Methyltris(methylisobutylketoxime)silane 37859-57-7

Silico® PC7400 Tetra(methylethylketoxime)silane 34206-40-1

Silico® PC7410 Tetra(methylisobutylketoxime)silane 156145-62-9

Silico® PC7500 Vinyltris(methylethylketoxime)silane(VOS) 2224-33-1

Silico® PC7530 Vinyltris(methylisobutylketoxime)silane 156145-64-1

Silico® PC7600 Phenyltris(methylethylketoxime)silane(POS) 34036-80-1

Silico® PC7910 Di-tert-butoxy-diacetoxysilane 13170-23-5

Silico® PC7930 Methyltriacetoxysilane 4253-34-3

Silico® PC7950 Ethyltriacetoxysilane 17689-77-9

Silico® PC7960 Vinyltriacetoxysilane 4130-08-9

Silico® PC8130 Phenyltrichlorosilane 98-13-5

Silico® PC8131 Phenyltrimethoxysilane 2996-92-1 A-153

Silico® PC8132 Phenyltriethoxysilane 780-69-8

Silico® PC8220 Diphenyldichlorosilane 80-10-4

Silico® PC8221 Diphenyldimethoxysilane 6843-66-9

Silico® PC8222 Diphenyldiethoxysilane 2553-19-7

Silico® PC8318 Triphenylsilanol 791-31-1

Silico® PC8610 Phenylmethyldichlorosilane 149-74-6

Silico® PC8611 Methylphenyldimethoxysilane 3027-21-2

Silico® PC8710 Tertbutyldiphenylchlorosilane 58479-61-1

Silico® PC9100 Octamethylcyclotetrasiloxane(D4) 556-67-2

Silico® PC9110 Tetramethyltetravinylcyclotetrasiloxane 2554-06-5

Silico® PC9210 Hexamethyldisilazane(HMDS) 999-97-3 A-166

Silico® PC9235 N,O-Bis(trimethylsilyl)acetamide(BSA) 10416-59-8

Silico® PC9270 Heptamethyldisilazane 920-68-3

Silico® PC9400 Tetramethyldisiloxane 3277-26-7

Silico® PC9401 Tetramethyldivinyldisiloxane 2627-95-4

Silico® PC9500 Cyclohexylmethyldimethoxysilane 17865-32-6 Eurenor 5026

Silico® PC9510 Diisobutyldimethoxysilane 17980-32-4 Eurenor 5022

Silico® PC9520 Diisopropyldimethoxysilane 18230-61-0 Eurenor 5021

Silico® PC9530 Dicyclopentyldimethoxysilane 126990-35-0 Eurenor 5023

Silico® PC9540 isobutylisopropyldimethoxysilane 111439-76-0 Eurenor 5020

Silico® PC9711 (3,3,3-Trifluoropropyl)methyldimethoxysilane 358-67-8

Silico® PC9731 Trifluoropropyltrimethoxysilane 429-60-7

Silico® PC9751 1H,1H,2H,2H-Perfluorodecyltrimethoxysilane 83048-65-1

Silico® PC9757 1H,1H,2H,2H-Perfluorooctyltriethoxysilane 51851-37-7

Silico® PC9911 Octadecyldimethyl(3-Trimethoxysilylpropyl)ammonium Chloride 27668-52-6
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